“TO THE ONLY ONE”

with Leading-Edge PCB Material Technology

e CS-3396 / ES-3346

High Dk and Low Df Material

5G Antenna Base Station Antenna Power Amplifier

Features and Benefits: Test Item / Test Method Unit Condition Typical Value

Normal C-96/20/65 | 5.0 x 10°
® High Dk (Dk=11.3) and Insulation Resistance After MQ C-96/20/65 12 %107
Low Loss (Df=0.003) Treatment +D-2/100 '
Normal C-96/20/65 | 4.1 x 10’
® Excellent Handling Property with JEASIUERNSIEINY After MOm | C-96/20/85 | . 7
Flexural Modulus (14-15 Gpa) Treatment +C-96/40/90 '
Normal C-96/20/65 | 1.7 x 10°
® Low Water Absorption Surface Resistance After MQ | C-96/20/65 | ' .
(0.02% at 1.6mm) Treatment +C-96/40/90 )
_ . Dielectric Constant (Dk) @ISz REIVI)  — A 11.3
® High Thermal Conductivity @1GHz (Stripline)) — — A 9.5
(1W/mK) Loss Tangent (Df) @1GHz (Rf I.-V) — A 0.003
@1GHz (Stripline) — A 0.003
[ Slfperior Drilli_ng Workability Solder Limit 288°C Flgat Sec A > 300
with Conventional E-glass Cloth 288°C Dip 10 sec x 3
Peel Strength 35um kN/m A 1.0
Flexural Strength Lengthwlse MPa A 327
Crosswise 291
Flexural Modulus Lengthwise | p, A 14
High Dk (Dk=11.3) and Low Loss (Df=0.003)! Crosswise 14
Water Absorption % E-24/50 0.02
+D-24/23
! Specific Gravity g/lcm3 — 2.8
Thermal Conductivity W/mK A 1.0
Y (ay) 14 8
' X (aty) . 15.3
CTE Z () ppm/°C A 548
\/v\ Z (ay) 232.1
Thermal Expansion 30—260°C % A 3.2
> Tg DMA °C A 180
Flammability — UL 94 V-1
Product Cu (um) Dielectric (mm)
CCL (CS-3396) 18/35 0.14/0.28/042/0.56/0.84/1.12
Prepreg (ES-3346) - 0.14
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